Reflectivity (%)

3.0

2.5

2.0

1.5

1.0

0.5

0.0

"\ [Reflectivity of Superpolished SiC| [

S - R B

-\ |— polynomial fit, /7]
T S S N
60 65 70 75

Angle Of Incidence (deg)



