
Stanford results on heat treatment of  Sapphire - Roger Route 4-24-03     T030088-00-R 
2 Scans After Heat Treatment 

 Z scan 2 of 3 inches, (1 inch thickness), all sides 
polished round SAPPHIRE sample,

heating 1200C 14 hrs, cooling 800C/h
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Z  scan 2 of 3 inches, (1 inch thickness), all sides 
polished round SAPPHIRE sample,

heating 1200C 14 hrs, cooling 800C/h
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2 scans Before Heat Treatment 

Z scan 1 of 3 inches, (1 inch thickness), all sides 
polished round SAPPHIRE sample
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Z scan 2 of 3 inches, (1 inch thickness), all sides 
polished round SAPPHIRE sample
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