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Coating bubbles? 
 
Pictures taken under a dark field microscope at 10x. 
Field of view = 0.85mm 
All bubbles, dia ~ 0.2 mm – 0.25 mm 
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Bubble 4 
 
 



 
 

Bubble 5 




