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ETM08 HR TIS measurement, 053022
(φbeam= 0.3 mm, Step= 0.3 mm) ppm
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S1, TIS=4790 ppm 

 

S2, TIS=1890 ppm 

 



S3, TIS=896 ppm 

 

S4, TIS=795 ppm 

 



S5, TIS=966 ppm 

 

S6, TIS=2160 ppm 

 



S7, TIS=1960 ppm 

 

S8, TIS=827 ppm 

 



S9, TIS=2900 ppm 

 

S10, TIS=3060 ppm 

 



S11, TIS=4620 ppm 

 

S12, TIS=15960 ppm 

 



S13, TIS=10440 ppm 

 

S14, TIS=901 ppm 

 



S15, TIS=2600 ppm 

 

 


