ETM14 HR Absorption  (¢,,,,= 0.3mm, Step= 0.3 mm) (ppm)
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ETM14, HR point-a absorption
((])beam: 60 pum, Step: S0 um)
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ETM14, HR point-b absorption

((])beam: 60 pum, Step: S0 um)
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